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Abstract. Phosphomolybdate nanorods were synthesized using dodecyl pyridinium cations as structure 
directing agent. Composition and morphology of the nanorods were established by powder X-ray diffrac-
tion, energy dispersive X-ray analysis, fourier transform infrared spectroscopy, thermogravimetric analysis, 
transmission electron microscopy and scanning electron microscopy. Effect of synthetic variables such as 
pH and nature of templating agent on structure and morphology of the nanorods under ambient condition 
is discussed. 
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1. Introduction 

Aggregation of molecular units in solution (bottom-

up approach) leads to solids (amorphous to crystal-

line) ranging from nano- to macro-dimensions.
1–3

 

However, understanding of supramolecular organi-

zation between soluble molecular species (chemi-

cally reasonable molecules)4–6
 leading to precipitation/ 

crystallization of a particular solid is pertinent to 

appreciate self-assembly in terms of directing forces 

between reacting molecules during the phase separa-

tion. Moreover, synthetic parameters such as con-

centration of the reactants, pH of the reaction 

medium, organic template and temperature seem to 

influence the formation of a solid, its crystal struc-

ture as well as morphology including nanostructural 

features.7,8
 In this context, knowledge of structure-

synthesis correlation is necessary so that reaction 

conditions can be systematically tuned to obtain 

specific crystal structure having desirable function-

ality, with control on the morphology, its distribu-

tion and dimension of precipitated/crystallized 

solids in terms of size (micro-to-nano). 

 For the past one decade, our group has been in-

volved in the synthesis of porous and functionalized 

polyoxometalate based solids9–11
 to understand the 

role of organic templates and its influence on the 

self-assembly. Since these solids are potential cata-

lytic materials for industrially important oxidation

reactions,
12,13

 tuning these into nano dimensions can 

provide an additional advantage for obtaining high 

turn over numbers. Recent research has shown that 

nanostructured vanadium and molybdenum oxides 

could be prepared by employing soft chemistry routes 

in the presence of long chain amines and surfac-

tants.
14–17

 Vanadium oxide nanotubes,
17

 molybde-

num oxide nanorods
18–20

 are significant examples 

which show promising applications in the field of 

magnetism,21
 catalysis

22
 and gas storage.

23
 Recently, 

we have also demonstrated how phosphate incorpo-

ration can affect nanostructures of vanadium oxides.24
 

In this paper, we present our results on how molyb-

denum oxide frameworks are modified upon substi-

tution by phosphate units. Our earlier attempts to 

synthesize phosphomolybdate (PMO) based solids 

using organic amines viz. 1,2-diaminoethane,
25

 1,4-

diaminobutane
26

 and 1,4-diaminobenzene
27

 under 

acidic aqueous conditions at room temperature re-

sulted in {HxP2Mo5O23}
(6–x)–

 cluster based solids 

(micron-sized crystals) while the presence of transi-

tion metal ions result in micron-sized multi-

dimensional framework solids.
6
 Here, we have in-

vestigated the growth of PMO solids in the presence 

of dodecyl pyridinium cations (DPC). Reacting mo-

lybdate and phosphate precursors with DPC under 

acidic conditions at room temperature resulted in 

nanorods (NRs) of high aspect ratio. Composition 

and morphology of the NRs were established by 

powder X-ray diffraction, energy dispersive X-ray 

analysis, fourier transform infrared spectroscopy, 

thermogravimetric analysis and electron microscopy. 

To the best of our knowledge, with reference to the 
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PMO system there are no previous reports concern-

ing nanostructures. Moreover, unlike vanadates, mo-

lybdates have rigid structural features and hence 

resulted in rod morphology.17
 The work is therefore 

significant in terms of understanding the self assem-

bly of PMO solids. 

2. Synthesis 

All reagents were purchased from Aldrich and used 

as received. Sodium molybdate, Na2MoO4⋅2H2O was 

used as molybdenum source and dodecyl pyridinium 

chloride as templating agent. Initially two different 

solutions were prepared. Na2MoO4⋅2H2O (0⋅30 g, 

1⋅25 mmol) was dissolved in 20 mL of water (solution 

A). Dodecyl pyridinium chloride (0⋅08 g, 0⋅31 mmol) 

was dissolved in 10 mL of water and the pH of the reac-

tion medium was adjusted to ~ 
1 using 1 M H3PO4 (so-

lution B). Subsequently, solution A was added slowly to 

solution B with vigorous stirring. Immediately, white 

precipitate was obtained upon mixing of the two solu-

tions. The resultant solution was stirred for 24 h and 

there after left undisturbed for two days. Finally, a yel-

low coloured precipitate was obtained which was 

washed with water and ethanol and dried in air. Scheme 

1 shows the experimental procedure for synthesis. 

3. Characterization 

Fourier transform infrared (FTIR) spectra were re-

corded on KBr pellets using a Nicolet 5DX spectro- 

 

 
 

Scheme 1. Synthetic protocol for nanostructured PMOs. 

photometer. Thermogravimetric analysis (TGA) was 

done on Perkin-Elemer TGA7 from room tempera-

ture to 900°C at a heating rate of 10°C/min in nitrogen 

atmosphere to determine water and organic content 

 
 

 
 

 
 
 

 
 

Figure 1. (a) PXRD, (b) TEM and (c) TGA of the 
product (PMO2) obtained at room temperature with mo-
lar ratio of DPC/Na2MoO4⋅2H2O = 0⋅25 at pH ~ 1 upon 
24 h of stirring followed by aging for two days. 
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as well as overall thermal stability of the product. 

Scanning electron microscopic studies (SEM) and en-

ergy dispersive X-ray analysis (EDAX) was carried 

out using JEOL5600LV and Oxford ISISI310 respec-

tively. Powder X-ray diffraction data was collected 

on a Bruker D8 Advance diffractometer using Ni-

filtered CuKα radiation. Data were collected with a 

step size of 0⋅02° and count time of 2s per step over 

the range 2° < 2θ < 60°. Transmission electron micro-

scopic (TEM) studies were done on a Philips CM 20 

electron microscope operated at 100 kV. Before TEM 

measurements the specimens were sonicated in ab-

solute alcohol for 30 min and deposited on holey 

carbon-coated copper grids. 

4. Results and discussion 

The as-synthesized samples (PMO2) obtained were 

characterized by powder X-ray diffraction (PXRD). 

The presence of broad 00l reflections in PXRD pat-

tern (figure 1a) indicated lamellar characteristics hav-

ing a d-spacing ~ 
3⋅1 nm. Morphology and dimen-

sion of the product were characterized by TEM 

(figure 1b). It is apparent that the product contained 

rods of diameter ~ 
70–100 nm and length up to 2 μm 

along with spherical particles of diameter ~
 
300–

700 nm. TGA (figure 1c) showed weight loss in the 

temperature region 200–380°C due to the decompo-

sition of DPC moieties incorporated in the Mo-O-P 

framework. Total amount of DPC present in the 

sample was estimated to be ~ 
45%. Loss of DPC oc-

curred in two steps around 300 and 375°C. A third 

weight loss occurred at 545°C. After each weight 

loss the product obtained was characterized by FTIR 

and PXRD. 

 FTIR of the as-synthesized sample (PMO2) 

showed the presence of strong bands around 1063 

and 962 cm
–1

 due to PO4 groups, peaks around 962, 

879, 800 and 679 cm
–1

 were attributed to Mo=O and 

Mo–O vibrations.
 
Two absorption peaks at 2923 and 

2852 cm
–1

 corresponded to the aliphatic C–H vibra-

tions of DPC and a very broad peak centered at 

3195 cm–1
 was due to O–H stretching vibrations of 

the adsorbed water on the surface of the powders. 

Bands at the 1631 and 1488 cm
–1

 were attributed to 

extending vibrations of N–H and C–H respectively 

of DPC moiety. 

 After calcination at 300°C intensity of the peak 

corresponding to the O–H stretching vibrations 

weakened indicating desorption of water. However, 

the peaks at 2923, 2852, 1631 and 1488 cm
–1

 sug-

gested that DPC was still retained in the solid. 

PXRD of the product after calcination showed peaks 

at d-spacing observed in PMO2. However, the in-

tensity of diffraction peaks was diminished. This 

suggested that the composition and structure of the 

phase obtained was similar to PMO2. After calcina-

tion at 375°C the C–H vibration peaks disappeared 

suggesting the decomposition of DPC. PXRD pat-

tern of the product was amorphous in nature. These 

observations suggested that ordered nanostructure 

cannot be preserved after thermal removal of the 

surfactant incorporated in the PMO framework. Fi-

nally, the PXRD of the product obtained after calci-

nation at 545°C indicated the formation of crystalline 

 
 

 
 

Figure 2. (a) PXRD of PMO2. PXRD of PMO2 after 
heating for half an hour at (b) 300°C, (c) 375°C and (d) 
545°C. All major peaks in (d) correspond to layered α-
MoO3. 

 

 
 

Figure 3. PXRD of the product obtained (PMO2) at 
room temperature with molar ratio of DPC/Na2MoO4⋅ 
2H2O = 0⋅25 upon 24 h of stirring and aging for two days 
under acidic conditions. 
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Figure 4. TEM of the product (PMO2) obtained at room temperature with molar ratio of 
DPC/Na2MoO4⋅2H2O = 0⋅25 upon 24 h of stirring and aging for two days at (a) pH ~ 3 and 
(b) pH ~ 5. 

 

 
 

Figure 5. TEM of the product obtained at pH ~ 1 with 
molar ratio of CPC/Na2MoO4⋅2H2O = 0⋅25. 

 

 

α-MoO3. Figure 2 shows the PXRD patterns of the 

products obtained after calcination. EDAX analysis 

indicated a molar ratio of P/Mo ~
 
0⋅5. On the basis 

of TGA and EDAX, composition of NRs was found 

to be approximately as (C17H30N)3PMo2O10. 

4.1 Influence of reaction parameters on the  

formation of nanorods 

Effect of reaction parameters such as pH of the reac-

tion medium, nature of organic template and synthetic 

procedure on morphology of PMO nanostructures 

were studied. In what follows, effect of above para-

meters on the formation of nanostructured PMO is 

discussed. 

4.1a Influence of pH: Effect of pH on formation 

of nanostructured PMO for molar ratio of 

DPC/Na2MoO4⋅2H2O = 0⋅25 and stirring time of 24 h 

followed by two days of aging was investigated at 

room temperature. PXRD patterns suggested that the 

same phase was obtained under acidic pH (figure 3). 

However, TEM showed that morphology of the prod-

uct varied with pH. At pH ~ 1, NRs of diameter 

~
 
70–100 nm and length ~

 
0.2–1 μm along with par-

ticles of diameter ~ 
300–700 nm were obtained. In-

creasing pH to ~
 
3–5 resulted in the formation of 

particles but no well-defined NRs were seen. A fur-

ther increase of pH into the basic range (pH > 7) 

yielded no precipitate. Figures 1b and 4 show TEM 

of the products obtained at pH 1, 3 and 5. 

 

4.1b Influence of template: In addition to DPC, 

templating action of other cationic surfactants such 

as cetylpyridinium chloride (CPC) in the formation 

of PMO nanophases was explored. While in the case 

of DPC NRs were obtained, nanofibrils were ob-

tained using CPC as shown in figure 5. The differ-

ence in the morphology could possibly be due to the 

increase in the carbon chain of the templating moiety. 

 

4.1c Synthesis under hydrothermal condition: The 

effect of hydrothermal condition on the formation of 

nanostructures was explored using molar ratio of 

DPC/Na2MoO4⋅2H2O = 0⋅25 and pH ~ 1. The reac-

tants were heated in a teflon lined autoclave at 

120°C for two days. Though PXRD of the product 

exhibited an intense peak at low angle (d-spacing 

~ 
3⋅0 nm), the features suggested multi-phasic nature 

of the product (figure 6a). An interesting observa-

tion to note was that precipitation at room tempera-
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ture and hydrothermal condition affected the mor-

phology of the nanostructures considerably. NRs 

with tapering ends of diameter ~ 
80–200 nm and 

length up to 2 μm were observed (figure 6b). TGA 

showed weight loss in the temperature region 200–

380°C due to the decomposition of DPC molecules 

 
 

 
 

 
 

 
 

Figure 6. (a) PXRD, (b) TEM and (c) TGA of the 
product obtained under hydrothermal condition with molar 
ratio of DPC/Na2MoO4⋅2H2O = 0⋅25 at pH ~ 1. 

incorporated in the Mo–O–P framework (figure 6c). 

Total amount of DPC present in the sample was es-

timated to be ~ 
38%. EDAX analysis revealed P/Mo 

ratio around 0⋅5. On the basis of TGA and EDAX, 

overall composition of the product was estimated to 

be around (C17H30N)PMo2O9. Compositions of the 

nanophases obtained at room temperature and under 

hydrothermal conditions were almost similar except 

that the amount of organic incorporated was lower 

under hydrothermal condition. 

4.2 Self-assembly of molybdates and  

organic amines 

Crystallization or precipitation of a solid is essen-

tially a self assembly process. In aqueous solution, 

molybdate ions undergo continuous hydrolysis and 

condensation leading to a range of oligomeric ani-

onic species; one or more of these self-assemble 

along with templates (organic amines as counter 

cations) or metal ions or both. Self-assembly is therefore 

dictated by supramolecular interactions between the 

reacting molecular units followed by condensation 

to form stable solids either cluster based or those 

which show extended interactions. During the past 

decade long chain amines and surfactants have been 

used extensively as templating agents.16,17
 It has been 

observed that if the solution contains considerable 

amount of reduced molybdate species, acidic condi-

tions favour the formation of giant cluster based as-

semblies.28,29
 Incorporation of surfactant moieties 

under such condition leads to surfactant encapsu- 

 
 

 
 

Figure 7. PXRD pattern of the products (PMO1, 
PMO2 and PMO3) obtained at room temperature with 
molar ratio of DPC/Na2MoO4⋅2H2O = 0⋅25 at pH ~ 1 upon 
24 h of stirring and varying aging periods. 
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Scheme 2. Scheme shows the aggregation of long chain ammonium or surfactant cations around con-
densed molybdate and phosphomolybdate (PMO) species that are either oligomeric or extended. The 
green tail indicated hydrophobic part and red balls indicate hydrophilic polar part. (a) SECs observed in 
the case of giant molybdates.31 (b) Cluster based surfactant aggregates.32 (c) Surfactant intercalated 
nanostructured MoO3.

15

 (d) Layered phosphomolybdate solid intercalated with surfactant molecules.33 (e) 
Phosphomolybdate cluster based solid incorporated with surfactant cations.34 Nucleation of a surfactant 
incorporated solid is the result of a supramolecular organization directed by two major forces: (i) aggre-
gation of ion-pairs of molybdate and/or phosphate anions and surfactant cations and (ii) ordering of sur-
factant cations through strong hydrophobicity.  

 

 

 

lated clusters (SECs)
30,31

 as shown in scheme 2. On 

the other hand, if the reaction medium contains only 

oxidized molybdate species, liquid crystal-like ag-

gregation of surfactant molecules is observed; mo-

lybdenum oxide framework in the solid will thus be 

made of clusters, chains or sheets intercalated with 

surfactant cations.
15,16,19,32

 Incorporation of phos-

phate units in the reaction medium will further mod-

ify the molybdenum oxide framework into various 

topologies. However, limited work has been re-

ported in this regard. In the presence of organic 

amines oxidized molybdate species condense  

with phosphate units to form either layered or 

{P2Mo5O23} cluster based solids.
33,34

 Aggregation  

of protonated surfactant moieties therefore occurs  

as columns between inorganic aggregates (refer 

scheme 2). 

4.3 Comments on growth mechanism of nanorods 

in the present study 

PMO species are negatively charged and therefore 

require electrostatic stabilization. This facilitates the 

formation of nanophases under acidic pH as it would 

favour the occurrence of DPC in protonated form. 

The formation of well defined nanophases under 

acidic conditions therefore seems obvious. To un-

derstand the growth of the nanophases under ambi-

ent conditions, Na2MoO4⋅2H2O and DPC were taken 

in the molar ratio 0⋅25 at pH ~ 1 and stirred for 24 h 

and then allowed to age for different time intervals. 

The product obtained after aging were characterized 

by PXRD and TEM. The PXRD pattern of the products 

obtained without aging, PMO1 and after 2 days of ag-

ing, PMO2 showed broad 00l reflections (figure 7)
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Figure 8. TEM of the product obtained at room temperature with molar ratio of DPC/Na2MoO4⋅2H2O = 0⋅25 at 
pH ~ 1 upon 24 h of stirring and (a) without aging, PMO1 (b) 2 days of aging, PMO2 and (c) 7 days of aging, PMO3. 

 

 

which indicates that probably liquid crystal-like ag-

gregation of surfactant molecules is responsible for 

favouring lamellar characteristics. The PXRD pat-

tern of the product aged for a week showed the for-

mation of multi-phasic product (figure 7). It is most 

likely that an increase in the aging time favoured the 

growth of compositionally different phases. The cor-

responding TEM shown in figure 8 indicates a sig-

nificant difference in the morphology of the 

products. While PMO1 showed irregular morphology; 

NRs and particles were observed in the case of 

PMO2. After 7 days of aging NRs having diameter 

~ 
50–150 nm and length up to 2 μm were obtained. 

The absence of spherical particles upon aging sug-

gests that coalesce of smaller particles leads to the 

formation of NRs. 

5. Conclusions 

In summary, formation of nanomaterials based on 

phosphomolybdates (PMOs) is reported for the first 

time. The results are significant considering the po-

tential industrial interest in PMO-based solids. Like 

smaller organic templates, dodecylpyridinium ions 

also occur as counter cations but a favourable ag-

gregation of surfactant ions (liquid-crystal like be-

haviour) restricts condensation of molybdate and 

phosphate units to lower-dimensions. However, ri-

gidity of molybdate structural units favours the 

growth of PMO NRs rather than nanotubes unlike in 

the case of vanadates. Our process seems to offer a 

potentially low-temperature, low-cost and environ-

mentally friendly way of producing single-phasic 

nano PMO.  
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